
FABRICATED WALL PIPES
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1. Tolerance on length of wall pipes, regardless of end configurations, shall be ± 0.0625”.
2. Tolerance on location of waterstop shall be ± 0.25”.
3. All waterstops shall be welded on in a watertight fashion.
4. All flanges shall be ductile iron and threaded on ductile iron pipe per ANSI A21.15.
5. M.J. x M.J. shall have a ductile iron M.J. bell threaded on ductile iron pipe.
6. Linings, if required, shall be in accordance with ANSI A21.4.
7. Above material shall meet all applicable sections of ANSI A21.10, A21.15, A21.50,
A21.51, B2.1, B16.1/ AWWA, C110, C115, C150, C151, and all revisions thereto.

8. Submitted material only. Consult engineer for application.
9. 250 lb. faced and drilled flanges available upon request.

P.E. x P.E. FLG. x P.E. FLG. x FLG.

FLG. x M.J. M.J. x P.E. M.J. x M.J.

FAST FABRICATORS, Inc.



Fabricators, LLC

Monufoclurinq locqlions:
164 Homilton Court, Louisville, KY

B Eost Newberry Rood, Bloomfield, CT
1 1622 Lucky Hill Rd., Remington, VA

3387 Plumos-Arbogo Rd.. Olivehurst, CA-I5467 Volencio Ave., Fontonq, CA
.1534 

No. lnduslriol Blvd., Ottowq, KS

800 Burlington Rd., Soginow, TX
15lB SW l2th Avenue, Ocolo, FL

482l NW Fronf Si., Portlond, OR
200 Rhown St., Delqnco. NJ

CERTIFICATE OF COMPLIANCE TO STANDARDS

Fast Fabricators'pipe and fittings are manufactured to the following standards:

The flanged pipe is manufactured with class 53 pipe in accordance with A\ A//A/ANSI C7 15121 .15
and drilled to meet ANSI B 16.1 Standard.

The pipe is manufactured ln accordance with all applicable requirements of ANSI/A\ A/VA Standard
cls1 /121 .5.

The pipe groove depth dimension is manufactured in accordance with all applicable requirements of
ANSI/A\AM/A C606.

The pipe and fitting cement lining is manufactured in accordance with the requirements of
ANS|/A\ /WA C104/A21.4.

The exterior of the underground pipe will be coated with asphalt tar or shop primer in accordance with
ANS|/AWWA Cl51/A21 .51 .

All coating and lining for exterior piping, and all lining for interior piping, is certified to be in compliance
with NSF 61 for potable water. Conforms to ANSI/A\AflA/A Cl04/21.4.

All flange fittings are manufactured in accordance with ANSI/A\ A/VA C110/A21 .10 and are drilled to
meet ANSI 816.1 Standard.

All flanged fittings and flanged pipe will be coated with a primer compatible with the top coat specified
in the contract documents conforms to ANSI/A\M//A Cl04/2 1.4.

All underground fittings will be manufactured in accordance with ANSI/A\ A/r/A C1531A21.53 and
cement lined in accordance with A\ A /A/ANSI Cl04/A21.4.

Ken Greco, President
Fast Fabricators, LLC




